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Abstract: Single layer low-dimensional materials are presently of emerging interest, including in
the context of magnetism. In the present report, on-surface supramolecular architecturing was
further developed and employed to create surface supported two-dimensional binary spin arrays
on atomically clean non-magnetic Au(111). By chemical programming of the modules, different
checkerboards were produced combining phthalocyanines containing metals of different oxidation
and spin states, diamagnetic zinc, and a metal-free ‘spacer’. In an in-depth, spectro-microscopy and
theoretical account, we correlate the structure and the magnetic properties of these tunable systems
and discuss the emergence of 2D Kondo magnetism from the spin-bearing components and via the
physico-chemical bonding to the underlying substrate. The contributions of the individual elements,
as well as the role of the electronic surface state in the bottom substrate, are discussed, also looking
towards further in-depth investigations.
Keywords: self-assembly; metal phthalocyanines; scanning tunneling microscopy (STM); X-ray
absorption spectroscopy (XAS); X-ray magnetic circular dichroism (XMCD); Kondo screening;
Ruderman–Kittel–Kasuya–Yosida (RKKY) exchange interaction

1. Introduction
In the fields of molecular electronics and spintronics, and even more so for the fabrication of functional architectures for quantum technologies, it is vital to create atomically
precise quantum architectures in an addressable manner. Aligning spin bearing molecules
on surfaces and interfaces allows us to gain control of the magnitude and direction of their
magnetic moments in a low-dimensional arrangement at the so-called ‘spinterfaces’ [1–4].
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While the interest in the latter stems from the material-specific tuning of interface characteristics such as the spin-injection behavior, more recently ‘true’ single-layer two-dimensional
(2D) quantum spin lattices have been prepared using on-surface supramolecular chemistry
and/or surface nanostructuring with different, including frustrated, exchange interactions [5,6]. Such spin architectures are of high interest for fundamental research into
low-dimensional magnetic materials and are also very compelling for research into future quantum technologies. This is because the coupling between isolated spin systems
can be mediated via their coordination architecture and/or via their interaction with the
magnetic or non-magnetic bottom substrate [7–11]. The physical properties of these complex supramolecular architectures can be defined by the spin bearing ion or coordination
cluster; their hosting molecular platform e.g., phthalocyanines and porphyrins or calixarenes, among other suitable compounds; their chemical functionalization and directed
self-assembly into well-defined arrays. Remarkably, the magnetic properties of these singlelayer spin systems are generally accessible by spectro-microscopy correlation, combining
element sensitive X-ray photoelectron spectroscopy (XPS) and magnetic moment sensitive
X-ray magnetic circular dichroism (XMCD) with local probe microscopy such as scanning
tunneling microscopy (STM). The latter technique also identifies the presence or absence of
magnetic states in spin-dependent tunneling experiments or from local density of states
(DOS) measurements, revealing the Kondo shielding of magnetic moments, as well as the
presence or absence of chemical ligands modifying the spin-bearing ions [12–26].
Towards these ends, metal-porphyrins and phthalocyanines have provided very
robust and versatile platforms for embedding specific magnetic ions selected from a wide
range of elements to modify their coordination shell, their electronic and magnetic state,
and also to direct their on-surface architecturing via selected functional units [27–39]. In
this way, precise supramolecular on-surface architectures have been built, e.g., by the
use of fluorine-substitution, by site recognition on patterned substrates, and by their
integration into surface coordination polymers and network architectures. Here, noncovalent interactions such as hydrogen bonding, metal-organic coordination, van der
Waals, or ionic interactions, perform this role [40–45].
With regard to low-dimensional spin-architectures, complex supramolecular materials
have been developed and investigated for their interesting properties, e.g., by site-specific
ligation [10,46–48]. Well-ordered two-component structures of CoPc and CuTPP (TTP =
tetraphenylporphine) on an Au(100) substrate showed alternating, hence segregated, single
component chains [49]. Similarly, a supramolecular checkerboard structure was described
by Yoshimoto et al. for a ZnPc and octaethylporphyrin ZnOEP system deposited on Au(111)
and Au(100), whereby the study also emphasized the role of the atomic arrangement of the
underlying substrate [50]. Moreover, Sabik et al. studied CoPc + CuF16 Pc arrangements
on Ag(100) for selected ratios between the two molecular components [51–53]. Note
that bi-component checkerboards also emerged by the site-specific adsorption of nonfunctionalized porphyrins on a reconstructed Bi on Cu(100) substrate [54].
Wäckerlin et al. investigated a 2D electron spin array with a checkerboard pattern by
co-deposition of MnPc and fluorinated FeF16 Pc on an oxygen-reconstructed ferromagnetic
Co substrate. Thereby, the coupling of the magnetic moments of the spins of the metal ions
with the magnetic substrate could be probed, as well as the function of the axial ligand
coordination [55]. Interestingly, depositing the same MnPc–FeF16 Pc system on Au(111)
leads to an analogous ordered surface pattern, whereby long-range ferrimagnetic ordering
in the monolayer 2D Kondo lattice was observed [5]. In this system, the interaction of
the molecular spin centers with the substrate conduction electrons gives rise to remanent
long-range magnetism in the 2D layer. The magnetic moments in this system interact
with the conduction electrons in the underlying substrate and the order is attributed
to the Ruderman–Kittel–Kasuya–Yosida (RKKY) oscillatory interaction, in spite of the
Kondo screening partially reducing the effective magnetic moments. It is worth noting
that this observation contrasts with the Mermin–Wagner theorem for 2D systems with
the Heisenberg model under the assumption of isotropic magnetic coupling [56]. It is
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tices of opposite magnetization, inducing a long-range antiferromagnetic order (Figure S2
bottom). It is exactly this long-range ordering mechanism via the delocalized conduction
electrons in the substrate that induces the collective behavior of the aforementioned spins.
As the strong magnetic field is reduced/switched off, the Fe spin direction is reversed
by the RKKY interaction, leading to the formation of an extended 2D ferrimagnet. The
switching magnetic field corresponds to the RKKY exchange coupling strength between
the different magnetic ions. This particular collective behavior emphasizes the importance
of high magnetic fields for ordering the magnetic moments in the present 2D spin-arrays.
The high magnetic field may be essential for orienting the spins in such supra-molecular
architectures, due to the limited (2D) dimensionality and the rather weak RKKY interaction.
Spontaneous ordering at zero field may be limited to very small domains or some degree of
nearest/next nearest neighbors very different from the well-known cases of conventional
bulk magnetic materials.
In order to investigate the modifications of the Au(111) surface states accompanying
the formation of the aforementioned supramolecular 2D lattices on top of the Au(111)
substrate, we employed angle resolved photoelectron spectroscopy (ARPES). Particularly,
we intended to investigate how the formation of different layers containing molecules with
and without spin centers influences the surface states of Au(111). This can be done by
looking at the shape of the Fermi surface in proximity to the interface and in particular at
the sections of the Fermi surface along the kx and ky directions. In order to do so, several 2D
systems with increasing complexity (clean Au(111), 2HPc/Au(111), 2HPc+FeFPc/Au(111),
and MnPc+FeFPc/Au(111)) were investigated (Figure S3). Intriguingly, the spin texture
was not observed to depend on the layer architecture, most likely due to the experimental
constraint of a not sufficiently low sample temperature. The determined surface state
shifts towards the Fermi level and the spectral broadening, caused by the Pauli repulsion
between the surface state electrons and the adsorbate layer, are well in line with earlier
reports [63–73]. More details can be found in the Supplementary Material.
Following an in-depth analysis of the 2D checkerboard layer containing MnPc and
FeFPc molecules, the investigation was expanded to several other binary 2D-checkerboard
systems on Au(111) containing phthalocyanine molecules. Fe, Co, and Cu containing
perfluorinated phthalocyanine molecules (FeFPc, CoFPc, and CuFPc) on one side and Mn,
MnCl, Fe, Co, Zn, and metal-free phthalocyanine molecules (MnPc, MnPcCl, FePc, CoPc,
ZnPc, and 2HPc) on the other side were combined into seven pairs of molecules in an
analogous manner to the FeFPc and MnPc pair. The magnetic properties of these layers,
in particular the presence or absence of remanent magnetization, was then investigated
by means of XAS/XMCD at 2.5 K. A summary of these investigations is presented in
tabular manner in Figure 3a, while a complete XAS/XMCD dataset is shown in Figure S4.
Surprisingly, the remanent magnetic moments, after switching off the magnetic field, were
only found to be of non-zero value for the Fe/Mn pairing; the case already discussed
above. This is an intriguing result, as the inter-molecular distances are governed by the
FPc/Pc molecular frame and are expected to be the same for all the investigated systems.
The molecular order was consistently confirmed by our STM data and was also present
when the metal free (2HPc) was used (Figure S5). A similar or the same intermolecular
spacing, in turn, should provide a prerequisite for the same exchange coupling mediated
by the RKKY interaction, in particular if Fe or Mn is involved. In the cases where Fe or
Mn containing phthalocyanines were combined with spin-inactive/absent ones, such as
CoPc, ZnPc, or 2HPc we would expect that a ferromagnetic RKKY coupling of the Fe
or Mn sublattices would be detected by the XMCD in remanence, i.e., after the initial
magnetization at high field. Note here, that CoPc is known to be quenched on Au(111) due
to valence fluctuations [74] and shows no XMCD, even at +6.8 T (Figure S4b,e,f). ZnPc
(diamagnetic, with a fully filled d-shell) or 2HPc provide similar cases. The absence of a
detectable remanence was probably linked to the expected, lower critical temperatures
of these molecule pairings; due to the decay of the RKKY interaction with distance, the
ferromagnetic exchange interaction between the next-nearest neighbors in these binary
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Therefore, the checkerboard of Mn and Fe phthalocyanines was expected to show the
strongest effect. The other investigated metal pairings, might similarly be expected to order
at critical temperatures below the present 2.5 K limit. In this light, lower experimental
temperatures become essential to further investigate the phenomenon, while CrPc with its
different electronic shell configuration might be another interesting candidate for future
experiments.
An interesting case to discuss is the absence of remanence in the case when FeFPc and
MnPcCl were combined in a checkerboard assembly. By adding the axial ligand to the Mn,
oxidation state of Mn changes from 2+ to 3+, associated with a high spin compound with
S = 2 [75]. This transition was further corroborated by the shape and the strongly isotropic
magnetic signal in our XAS/XMCD measurements with the applied high magnetic field
(Figure S4a). Consistent with the significant orbital moments in our XMCD data, the axial
and the surface ligand together bring the ligand field closer to octahedral geometry [10,76].
Thus, the dz2 orbital of Mn is lifted in energy and remains empty. This electron arrangement
is also responsible for the almost complete reduction of the magnetic anisotropy observed
in XAS/XMCD experiments. Due to this very high spin state, which is maintained in
the case of surface adsorption, we can exclude complete Kondo screening as a reason
for the absence of RKKY interaction. From the high magnitude of the magnetization, in
contrast, a higher critical ordering temperature via the RKKY interaction could be expected
in comparison to that of the MnPc + FeFPc pair. The lack of ordering at 2.5 K in this case,
as was observed in our data, reflects the pivotal role of the dz2 orbital and its occupancy for
sustaining the RKKY interaction. Such an interpretation is intuitive, because the dz2 orbital,
indeed, has a favorable symmetry that facilitates the interaction with the underlying surface
and in particular the surface state electrons necessary for the RKKY interaction. This is
also in line with the Mermin–Wagner theorem for 2D systems with the Heisenberg model,
predicting that the absence of magnetic anisotropy or symmetry breaking will prevent
magnetic ordering at finite temperatures. Chlorine as an axial ligand acts towards restoring
the symmetry of the 2d layer as it had been previously broken by the interaction with the
bottom substrate. At the same time it lifts the magnetic anisotropy by depopulation of the
highly directional dz2 orbital. A further, deepened understanding of the mechanisms of
RKKY interaction in spin-bearing and surface supported molecular architectures opens
up new methods for the design and manipulation of their magnetic properties, either by
chemical modification of the components, i.e., here phthalocyanine molecules, or by use of
external chemical stimuli.
In order to glimpse into and better understand the role of d-orbital filling for the
interaction with the underlying substrate, a necessary component for retaining the RKKY
interaction and 2D-ordering, we performed numerical simulations. The DFT+U method
including dispersion correction, was employed. Individual molecules (Mn-CuPc) were
placed on top of a three-layer Au(111) slab and optimized. It has already been shown
that the interaction of Mn-CuPc molecules with Au(111) is rather weak, with almost no
structural changes of the underlying substrate, and that different configurations of MPc
molecules on the substrate differ to a very small extent [5,57]. Girovsky et al. [5] reported
an average adsorption energy of −0.88 eV for co-adsorbed MnPc and FePc molecules on
Au(111), with somewhat reduced magnetic moments of adsorbed molecules compared to
the isolated ones. Zhang et al. [57], however, found that the adsorption energy decreases
as the metal center changes with position in the periodic system, from Mn to Cu, and
the magnetic moments of isolated molecules are preserved upon adsorption on Au(111),
with the only exception being CoPc. This clearly indicates that the calculated magnetic
properties of MPc@Au(111) are highly sensitive to the applied computational approach.
Moreover, the adsorption energy was the highest for MnPc (−0.53 eV) and dropped to
−0.33 eV for CuPc. We found that all the studied molecules interact with Au(111) via dz2 ,
dyz , and dxz orbitals, which were found to be delocalized and to overlap with the Au(111)
d-states, which is apparent when compared to the states of isolated molecules (Figure S6).
This orbital overlapping is more pronounced for MnPc and FePc, and to some extent CoPC,
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3. Materials and Methods
Sample preparation: The Au(111) surfaces were prepared by repetitive Ar+ -ion sputtering and annealing. The cleanliness of the substrate was confirmed by X-ray photoelectron
spectroscopy (XPS), where C1s, N1s, O1s, F1s, and Au4f signals were followed. XP spectra (Specs PHOIBOS 150) were acquired along the direction of the surface normal using
monochromatized Al Kα X-rays. MnPc, MnPcCl, FePc, CoPc, ZnPc, 2HPc, CuFPc, CoFPc
(Sigma-Aldrich), and FeFPc (synthetized according to recipe in [77]) molecules were deposited on substrates kept at room temperature from self-made crucibles in the subsequent
manner (vide infra). Crucible temperatures were adjusted to the molecule’s sublimation
point and rates were tuned using a quartz crystal microbalance (QCMB). The coverage, as
well as the ratio between two molecular components, was checked by XPS and adjusted to
account for close to a full monolayer (1 ML). To determine the total coverage, the overall
C1s signal was compared to the substrate signal, namely Au4f, and correlated to the STM
calibrated 1 ML C1s to Au4f ratio. The C1s to F1s signal ratio was used to determine
component proportions, due to a fact that only one of the components would contain fluorine. The ratios were determined taking into account the analyzer transmission function
together with sensitivity factors. Such prepared samples were then transported for further
measurements without breaking the vacuum, using a portable UHV suitcase. During
transport, which typically took 4 h, the pressure in the suitcase was closely monitored and
did not exceed 1 × 10−9 mbar.
X-ray absorption spectroscopy and X-ray magnetic circular dichroism (XAS/XMCD)
measurements were conducted at the X-Treme beamline of the Swiss Light Source (SLS)
at the Paul Scherrer Institute [78]. L2,3 edges XA spectra were acquired in normal and
grazing X-ray incidence. In normal XAS geometry, the incident X-ray beam and the vector
of the external magnetic field were both parallel to the surface normal. In the grazing
XAS geometry, the same formed a 70 degree angle with respect to the surface normal.
All XAS/XMCD measurements were performed at the base temperature of 2.5 K, with or
without an applied external magnetic field. For acquiring the spectra, the surface sensitive
total electron yield (TEY) mode was used. Due to the large amount of data in the present
investigation, a shorter acquisition time was chosen to resolve the peaks at a reasonable
resolution, leading to higher noise levels (cf. Figure 2c,d blue vs. our previous report [5]).
Scanning tunneling microscopy (STM) experiments were performed with a lowtemperature STM microscope (Omicron Nanotechnology GmbH with Nanonis SPM control
system), as well as with a variable temperature Specs Aarhus 150 microscope using mechanically cut Pt90 Ir10 tips. Tips were further prepared by in-situ Ar-sputtering or by pressing
them into the clean Au(111) surface. In both systems, images were acquired in constant
current mode and analyzed using the WSxM software [79].
Angle resolved photoelectron spectroscopy (ARPES) measurements were performed
at the High-Resolution Angle Resolved Photoemission Spectroscopy (HRPES) endstation
of the Surface/Interface Spectroscopy (SIS) beamline of the SLS. For the transfer of samples
to the beamline, the vacuum suitcase was slightly modified to accommodate special sample
holders that were used at the aforementioned beamline. Measurements were performed
upon cooling down the samples to 10–15 K, the then lowest reachable temperature at
the SIS beamline. The samples were first aligned to adjust the position of the Γ-point to
the center of the scan, and energy–momentum dispersion was recorded using circularly
polarized light with Eph = 76 eV in a sweeping mode (from −0.7 to 0.2 eV).
All the preparation and experimental steps were carried out under ultra-high vacuum
conditions with the base pressure not exceeding 5 × 10−10 mbar.
The first-principle DFT calculations were performed using the Vienna ab initio simulation code (VASP) [80–83]. The generalized gradient approximation (GGA) in the
parametrization by Perdew, Burk, and Ernzerhof [84] combined with the projector augmented wave (PAW) method was used [85]. A cut-off energy of 400 eV and Gaussian
smearing with a width of σ = 0.025 eV for the occupation of the electronic levels were
used. The on-site Coulomb interactions were added to the d-states of M using the DFT+U
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scheme of Dudarev et al. [86], with U = 4 eV at the orbitals of all metal centers considered here (M = Mn, Fe, Co, Ni, Cu). A k-point mesh of 3 × 3 × 1 was employed for the
integration of the first irreducible Brillouin zone [87]. MPc molecules were placed on
the Au(111) surface constructed as a three-layer slab in a p(8 × 8) hexagonal supercell.
The relaxation proceeded until the Hellmann–Feynman forces acting on all the atoms of
the MPc molecules became smaller than 0.025 eV Å−1 . As the MPc molecules interacted
weakly with the Au(111) surface [5,57], the surface was not relaxed. Spin-polarization was
taken into account in all calculations, while dispersion interactions were treated using the
D2 scheme of Grimme [88]. Graphical presentations were made using VASPKIT [89] and
VESTA [90].
4. Conclusions
Supramolecular architecturing allows to create 2D checkerboard patterns with a wide
range of coordination centers and specific electron and spin systems. Novel 2D spin arrays
were prepared by ‘supramolecular lego’ after optimization of the fabrication and were
characterized for their potential long-range order, among other magnetic properties. On the
basis of the eight selected combinations of magnetic ions, the propensity of these systems
to exhibit magnetic exchange coupling via Kondo and RKKY interaction involving the
electronic states of the surface substrate was investigated. At 2.5 K, 2D-ordering was only
observed after initial magnetization and for the Fe and Mn pairing. This observation
is consistent with the partial occupancy of the d-states of the center-metal ions, as this
suggests lower critical temperatures in most of the other cases or the absence of order
due to complete Kondo screening. The particularly interesting case of Cl modified Mn
combined with Fe suggests a pivotal role of the dz2 orbital and its occupancy for sustaining
the RKKY interaction. DFT+U calculations provided deeper insight into the interaction
of adsorbed Pc molecules on Au(111), providing a pre-requisite for the presence of RKKY
interaction. Single layer systems, built by supra-molecular on-surface chemistry, can be
locally tuned by out-of-plane ligation by scanning probes and globally as a cooperatively
interacting ensemble. Depending on the interaction mechanisms, strength, and topology,
these materials provide the basis for, for example, true single-layer two-dimensional (2D)
quantum spin lattices, which are very difficult to realize otherwise. Thereby our work
opens up new ways to create unprecedented architectures with atomic precision for future
2D materials and electron- and spin-based quantum technology.
Supplementary Materials: The following are available online at https://www.mdpi.com/article/
10.3390/magnetochemistry7080119/s1, Figures S1–S7 as cited in the manuscript, discussion about
ARPES experiments.
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